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State of Louisiana 
Department of Transportation and Development 

 
Qualified Products List 59 

 

BITUMINOUS ADHESIVE FOR BONDING RAISED PAVEMENT MARKERS 
 

PRODUCT 
SOURCE 
CODE PRODUCT SOURCE 

ASTM D4280, Annex A1, All Types 
(SMM Material Code, 1015M00380) 

For use on asphaltic concrete roadways 

5902 Standard Marker Adhesive Crafco, Inc. 
420 Roosevelt Avenue 
Chandler, AZ 85226 
SMM: APS00005370 

 

5908 MarkerGrip (Atlanta Facility) Ennis Paint, Inc. 
dba Ennis Traffic Safety 
 
Corporate Address: 
5910 N. Central Expressway 
Dallas, TX  75206 
 
Manufacturing Address: 
1855 Plymouth Road NW 
Atlanta, GA  30318 
SMM: APS00000540 

 

5909 MarkerGrip (Ennis Facility) Ennis Paint, Inc. 
dba Ennis Traffic Safety 
 
Corporate Address: 
5910 N. Central Expressway 
Dallas, TX  75206 
 
Manufacturing Address: 
1509 South Kaufman Street 
Ennis, TX  75119 
SMM: APS00000590 
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PRODUCT 
SOURCE 
CODE PRODUCT SOURCE 

ASTM D4280, Annex A1, All Types Continued 
(SMM Material Code, 1015M00380) 

For use on asphaltic concrete roadways 

5906 
5907 

HE193 DOT Stick 
HE184 Flexible DOT Stick  
 

Henry Company 
10 Avenue Saint-Pierre 
Lachine, Quebec, 
Canada H8R 1N7 
SMM: APS00010270 

 

5910 Evergrip Bituminous Marker Adhesive Martin Asphalt Company, Inc. 
300 Christy Place 
South Houston, TX  77587 
SMM: APS00010660 

ASTM D4280, Annex A1, Type II or III (polymer-modified) 
(SMM Material Code, 1015M00385) 

For use on Portland cement concrete roadways 

5907 HE184 Flexible DOT Stick  
 

Henry Company 
10 Avenue Saint-Pierre 
Lachine, Quebec, 
Canada H8R 1N7 
SMM: APS00010270 

 
 
REFERENCE: 
 
DOTD Standard Specifications, Subsection 1015.09(c)(2)   
 
NOTE:  
 
All material, regardless of prior approval, shall be sampled in accordance with the Materials Sampling Manual and tested 
for conformance to the original specification.  Any deviation in composition or performance from the original sample 
submitted may result in removal of the product from the qualified list. 
 
No information contained in this list is to be used for promotional purposes. 


